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REHRS: NBZJ/IC-2025-6-288 % 1 T3t 3 W (Page 1 of 3)
S e
B & K Vedge lock washers S E RIERD
Sample (s) Test category Entrusted inspection
RS NL8SP [T /
Model Trademark
BIBAL LR RALFBEFMEEHE A IR 2 A HEAES R /
Name of Client Properties Grade
it (R o TEE
Add of Client tbﬂJﬁT}Fk'lzﬁ'JllE%GGG"i 21452005 Receiving Number |
n = - ] of Sample(s)
P ESly=a=p
Manufacturer BLEEHMEERE AR AR Receiving Date 24/06/2025
of Sample(s)
LW BRI %
Labofitory AL TER, RN,
temperature In linc with laboratory requircments. no abnormality was observed.
and humidity
conditions
K ik 32 JB/T 9151.7-1999. IS0 6507-1:2023. GB/T 10431-2008

Test Requirements

M4 R (4%5: NBZI/IC-2025-6-288'

KR E

Test Item(s)

R~} size. HERIERE Vickers hardness. BREIRFIHANIR Transverse Vibration testing

KRR L

Test Summary

TR IR JBT9151.7-1999.1S0 6507-1:2023 . GB/T 1043 1-2008 ¥R R 8 M FHE A B H (4T : NBZJ/IC-
2025-6-288) FERIBHATHRM, FTIEINE IREESCTIE.
The sample reference to the JB/T 9151.7-1999. 1SO 6507-1:2023. GB/T 10431-2008 standard and testing of
the entrust contract (No.: NBZJ/JC-2025-6-288) . the measured value of the inspected items is provided.
BRHEHM: 202507501 H
Date of Approval:01/07/2025

HVE

Remarks /
?H:‘{ﬁé: W ’$Pf(‘! Iﬁ: gI
Approved by Audit by !/ Test by -t -
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FF ik
Sample description
SRS 2 E A MRS NL8SP
Sample Wedge lock washers Model ‘
RAEET 2 ’ VERE LR/ AR ’
Heat treatment process Properties/Material
it 5 / LEFRIN /
Batch number. Head Marking
s R Wl A BR | RGAmE R R B
Neber Test Items Requirement Sample Number Test Results Item Conclusion
d 8.64
0 16.65
h 2.54
L
I hi 1.37
1 JB/T 9151.7-1999 AAL The measured
(mm) 0 21°10"
1
value
Ahi 0.17
02 9°38’
Ahz 0.28
B Z A Equipment: 38 R digital caliper NBZJ/SB-Z-JC-137 &M S Model:  (0-200)mm
HEH XM Validity Of Calibration: 2025.11.25
B # %A% Equipment: $ERIIE{X Contour measuring instrument NBZJ/SB-X-JL-002 %% 2 Model: CV-320054
FE H AW Validity Of Calibration:  2026.04.27
3 E 'T‘—-.‘”
MG SE
2 Vickers hardness [SO 6507-1:2023 AAL 492 The measured
(HV10)

value

NBZJ/SB-Z-JC-020 % # A% Equipment: 4EEREFREF it Vickers hardness tester 2 &S Model: 430SVA
B2 #H X validity Of Calibration: 2026.03.17
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ERLE PN

Sample description

TR AT H R JE 44 Y NL8SP
Sample Wedge lock washers Model o
AP T / P fE S 43 8 /
Heat treatment process Properties/Material
Cjia / LALERIR /
Batch number. Head Marking
RUUEAES
Test Results
\ A = _ 300 ik 600 1% 900 I 1200 % | 1500 ik
BE | B itk ) 5 42/
o B HAR) | e HUAIKN | SUJIKN | HDKN | BIJIKN | BIUKN |
= TR sl Hili JI/KN W%
Number Test Items Alp 2 300 times 600 times 900 times | 1200 times | 13500 times
Requirement Number Initial clamp Residual /
clamp clamp clamp clamp clamp
force /KN Initial%
force /KN force /KN | force /KN | force /KN force /KN
i)
iR GB/T
3 Frfmsvs:rsc 10431-2008 AAIT 17.38 14.56 14.19 13.94 13.78 13.65 78.5
Vibration
testing
ABRARH: 12.5Hz; THAUR: 20.8mm; BB KM Sl IRSNAE: 1500 i&:

Test frequency: 12.5Hz: no-load amplitude: +0.8mm: [ubrication condition: oil: vibration times: 1500 times:

e B EIREIRIAN; R &% NBZJ/SB-Z-JC-201

WENS: TCH-700Z: 5 EH MM 2026.05.27.

Testing equipment: Lateral vibration testing machine for fasteners: Equipment number: NBZJ/SB-Z-1C-201: Equipment model: TCH-700Z:

Calibration validity period: 2026.05.27.
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